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EPC2018 RӨJC SPICE Thermal Model 

CTHERM1 th 6  = 0.0150  

RTHERM1 th 6  = 1.100 

CTHERM2 6 5  = 0.1000 

CTHERM3 5 4  = 0.0100 

CTHERM4 4 3  = 0.0012 

CTHERM5 2 tl  = 0.00005 

CTHERM1 

RTHERM2 6 5  = 0.5940 

RTHERM1 

RTHERM3 5 4  = 0.5000 

RTHERM4 4 3  = 0.1700 

RTHERM5 2 tl  = 0.0060 
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RTHERM4 

RTHERM5 
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CTHERM4 

CTHERM5 

th Junction 

2 

3 
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RTHERM6 CTHERM6 

tl Case 

6 

RTHERM5 3 2  = 0.0300 

CTHERM4 3 2  = 0.0002 

Typical RӨJC = 2.4°C/W 
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EPC2018 RӨJB SPICE Thermal Model 

CTHERM1 th 5  = 0.040  

RTHERM1 th 5  = 7.109  

CTHERM2 5 4  = 0.076 

CTHERM3 4 3  = 0.035 

CTHERM4 3 2  = 0.013 

CTHERM5 2 tl  = 0.004 

CTHERM1 

RTHERM2 5 4  = 5.333 

RTHERM1 

RTHERM3 4 3  = 2.667 

RTHERM4 3 2  = 0.851 

RTHERM5 2 tl  = 0.040 

RTHERM2 

RTHERM3 

RTHERM4 

RTHERM5 

CTHERM3 

CTHERM2 

CTHERM4 

CTHERM5 

th Junction 

tl Board 

2 
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5 
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The end of the road 
for silicon….. 

 
is the beginning of 

the eGaN FET 
journey! 

Presenter
Presentation Notes
Thank you and please scan the QR Code to join our mailing list to stay current on the latest EPC news and product introductions.
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